IWACKER |

Certificate of Analysis

Date of delivery Delivery note Customer No.
08.10.2024 40120784 437212
Requisition No. Date of requisition
61-77756 / 02.09.2024
Order No. Customer Material
11796889 / 000002 / 02.09.2024
Wacker Quimicado Brasil Ltda, Rua Municipal 325, Jd. Alvorada Jandira SP Brasil
date of issue: 08.10.2024
WACKER® L 067
SILICONE FLUID
Material 60111348 Batch FL 014975 NET 3.800,000 kg ||Dateof 26.06.2024 ||Bestusebefore  16,06.2026
manufacture end
Technica data Test method/I nspection condition Unit Mesasured value Lower limit Upper limit
Appearance TM/PHY/01(GTMO0000Q7), Visual Test nounit 1 1 1
Refractive index DIN 51423 TM/INS/09(GTM00006),25°C nounit 1,4475 1,4430 1,4490
lodine color number DIN 6162 TM/INS/89(GTM00004) , by UV-Vis Spectrophotometer nounit 0 0 3
Viscosity Ubbelohde DIN 51562-1 TM/INS/63(GTM00003) , by Ubbelohde Viscometer at 25°C mm?/s 32 10 100

Wacker Metroark Chemicals Pvt. Ltd.

D.H. Road, Chandi, 24 Parganas (S)

West Bengal — 743503, India

e-Mail: BDS-AMT-Cof AContact@wacker.com

This certificate was issued by machine and is valid without a signature.

This data does not absolve the purchaser from checking the quality of all supplies
immediately on receipt, particularly regarding the possible influences of transport

and intermédiate storage conditions over which we have no control.

All sales of this product shall be subject to our General Conditions of Sale.
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