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CERTIFICATE OF ANALYSIS

FERER 1~ HREHER:
Product Name: TC-CARBOMER FD10 Report date: 2023F06 B 15H
s
Batch No.: /230516635
£rF-HER: BUHEAE:

Product Date: 2023 055 16 H Expiration: Date: 2027 £ 05 B 14 H
IRITRE Test Item 545 Specification #5588 Result #ll73i% Method
4N Appearance MEE®, MERMEMER b B3

Fluffy, white powder ass Visual Inspection
0.5%7KBHEE Viscosity (0.5% Aqueous 45000 ~ 65000 50800 BEdEraEE T
Solution) mPa-s rotational viscometer
0.5%7KBRIBIE 288 95 EIND R
Transmittance(0.5%Aqueous Solution) % uv
0.5%;7= FiEhEAT 8 (25°C) Wetting <8 ] it
Time(0.5%,25°C) min time
TR EEAIAER Residual Acrylic Acid % <0.25 RIBEEE
0.042 HPLC
T%E8 ZBRZ B/ Tl Residual Ethyl Acetate <0.45 GC Sig@it:
o 0.32
/Cyclohexane % GC
F@5LE Loss on Drying % <2.0 11 LTS
: Oven method
HEFRZREE Bulk density g/100mL >25 o =S
ass tapping apparatus
RIMGIE
P =
Hg(mg/kg) < ass Outsourcing inspection
ES JAN| VAN
Pass §9|\$‘_‘Lg\_‘L
As(mg/kg) <2 Outsourcing inspection
RIMGIE
Cd(mg/kg) <5 Pass Outsourcing inspection
JAY] VAN
Pb(mg/kg) <10 Pass ZHMEE

Outsourcing inspection

£ Remark

WA 5% wramye
Approved By: Reported By:

Manufacturer: Jiujiang Tinci Materials Technology Co., Ltd.

HIER: NIIXRBERiRERASE . . . - .
. o . Add: No. 88 Jinsha South Road, High-tech Industrial Park,Hukou County, Jiujiang City,
it STRSATHSORSAT IEReEREs S (o e J y,uang =

EBi&E: 0792-7181000 Tel: 0792-7181000




