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CERTIFICATE OF ANALYSIS

A B HA:
f-ProduZﬁfmﬁe‘: TC-CARBOMER FD10 Repifr? daafg: 20235108018
=
Batch%o.: J210728355
$EF=REE: BYHE:
Product Date: 20235075288 Expiration: Date: 202545073278
HRIRTE Test ltem {8#rSpecification #ZHEResult B ZE Method
AN Appearance RS, HEENER B, =h
Fluffy, white powder visual inspection
0.5%7K WS Viscosity (0.5% 45000 ~ 65000 KERELE Rt
Caluti ' - 56300 : .
Aqueous Solution) mPa-s 777" . rotational viscomete o~
T = T i T _
Transmittance(0.5%Aqueous uv
Solution) %
0.5%7= SEiBATIE(25°C)Wetting <8 5 et
Time(0.5%,25C) min time
7% EB AR Residual Acrylic Acid % <0.25 TiEaEE
: LI HPLC
TR E8 Z BRZRE/FA iR Residual Ethyl < 0.45 026 GCSiEBEE
_ Acgtate /Cyclohexane % GC
FiR4mELoss on Drying % 20 20 BiEE
Oven method
sFREEBulk density g/100mL. 225 29 IR
o P [NV tapping apparatus "
Hg(mg/k 610 e o Py ) SRS
9(mess ' .‘ ~_ Outsourcing inspection
As{mg/kg) <? = Pass ﬁ&ﬁﬁgﬁ

Cd(mg/kg

Pb(mg/kg)

<10 Pass




